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Please refer to next page(s).

As specified by client, selected parts of the submitted sample(s) for compliance with the

requirement of Total Cadmium, Total Lead, Phthalate of US California Proposition 65.

PASS

PASS

US California Proposition 65 - Total Cadmium Content

US California Proposition 65 - Phthalate Content

NO. 35, SEC. 1 BAO AN, BAO AN VILLAGE, RENDE DISTRICT, TAINAN CITY TAIWAN 71745 R.O.C.

Test Result(s)

US California Proposition 65 - Total Lead Content

Sample Description

Style/Item No.

Test Report

Summary

PMMA

CC-000(CLEAR)

Test Requested

Test Method

2018/07/30 TO 2018/08/03Testing Period

Please refer to next page(s).

No. : KA/2018/72286 Date : 2018/08/03

PASS

2018/07/30Sample Receiving Date

The following sample(s) was/were submitted and identified by/on behalf of the applicant as :

CHO CHEN INDUSTRY CO., LTD.

Sample Submitted By CHO CHEN INDUSTRY CO., LTD.
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Chemical Laboratory - Kao., SGS Taiwan Ltd.

NO. 35, SEC. 1 BAO AN, BAO AN VILLAGE, RENDE DISTRICT, TAINAN CITY TAIWAN 71745 R.O.C.

Test Report No. : KA/2018/72286 Date : 2018/08/03

CHO CHEN INDUSTRY CO., LTD.

:
PASS

No.1
mg/kg With reference to CPSC Test

Method: CPSC-CH-E1002-08.3.
Analysis was performed by ICP-
AES.

2 n.d. 100

mg/kg With reference to CPSC Test
Method: CPSC-CH-E1002-08.3.
Analysis was performed by ICP-
AES.

2 n.d. 300
( C1)

% With reference to CPSC-CH-C1001-
09.4. Analysis was performed by
GC/MS.

0.015 n.d. 0.1

% With reference to CPSC-CH-C1001-
09.4. Analysis was performed by
GC/MS.

0.015 n.d. 0.1

% With reference to CPSC-CH-C1001-
09.4. Analysis was performed by
GC/MS.

0.015 n.d. 0.1

% With reference to CPSC-CH-C1001-
09.4. Analysis was performed by
GC/MS.

0.015 n.d. 0.1

% With reference to CPSC-CH-C1001-
09.4. Analysis was performed by
GC/MS.

0.015 n.d. 0.1

% With reference to CPSC-CH-C1001-
09.4. Analysis was performed by
GC/MS.

0.015 n.d.

Method

DNHP (Di-n-hexyl phthalate)
(CAS No.: 84-75-3)

MDL

TRANSPARENT PMMAPART NAME No.1

DINP (Di-isononyl phthalate)
(CAS No.: 28553-12-0; 68515-
48-0)

DIDP (Di-isodecyl phthalate)
(CAS No.: 26761-40-0; 68515-
49-1)

Unit

Test Result(s)

Test Item (s)

Lead (Pb)

Cadmium (Cd)

DBP (Dibutyl phthalate) (CAS
No.: 84-74-2)

BBP (Butyl benzyl phthalate)
(CAS No.: 85-68-7)

DEHP (Di- (2-ethylhexyl)
phthalate) (CAS No.: 117-81-7)

Reference
Limit

Result
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Chemical Laboratory - Kao., SGS Taiwan Ltd.

NO. 35, SEC. 1 BAO AN, BAO AN VILLAGE, RENDE DISTRICT, TAINAN CITY TAIWAN 71745 R.O.C.

Test Report No. : KA/2018/72286 Date : 2018/08/03

CHO CHEN INDUSTRY CO., LTD.

1.

2.

3.

-

-

-

-

( L2): The limit is referenced to the requirement as stated in the County of San Francisco Superior Court, Case
No. CGC-09-489839 and County of Santa Clara Case No 110 CV 172362.

Remark:

( C1):The limit is referenced to the cadmium requirement as stated in the County of Alameda Superior Court,
RG-10-514803.

mg/kg = ppm 0.1wt% = 1000ppm

( P2): The limit is referenced to the requirement as stated in the County of Marin Court Case No. CIV 091146
and the County of San Francisco Superior Court, Case No. CGC-07-465288.

( P4): DINP was listed under Proposition 65 by OEHHA on 20 Dec 2013. There is no limit of DINP, the result is
for client's reference.

Note

n.d. = Not Detected

MDL = Method Detection Limit
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Chemical Laboratory - Kao., SGS Taiwan Ltd.

NO. 35, SEC. 1 BAO AN, BAO AN VILLAGE, RENDE DISTRICT, TAINAN CITY TAIWAN 71745 R.O.C.

Test Report No. : KA/2018/72286 Date : 2018/08/03

CHO CHEN INDUSTRY CO., LTD.

#PIC

* The tested sample / part is marked by an arrow if it's shown on the photo. *

** End of Report **
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